
laminam product bookp145p144 /legno venezia

Assemblage 12

Finiture ⁄Finishes
01 —Fumo
02—Corda
03—Sabbia
Laminam
Various sizes
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01

03
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Norma-Metodo / Norm-Method

UNE-ENV 12633:2003                                            on demand 

BS 7976-2:2002 PENDULUM TESTERS on demand 

AS/NZS 4586                on demand 

Per la gamma completa delle 
collezioni e le specifiche 
tecniche p. 190 ⁄ For a complete 
series guide and technical 
details p. 190.

I toni dei campioni sono da 
considerarsi indicativi / 
Sample colours are considered 
indicative.

Legno Venezia_

/legno venezia

Sabbia

Fumo

Corda

Fumo

/ Superfici scolpite dalla laboriosità di creature marine 
delle tipiche bricole veneziane, corrose dall’acqua 
salmastra riportano in vita un pezzo di storia della 
famosa laguna.

/ Surfaces sculpted and worn away by the sea 
creatures, typical of the mooring posts of the Venetian 
lagoon,corroded by the sea water, bringing a piece of 
the famous lagoon’s history back to life.

Colori disponibili / Available colours

Coefficiente d'attrito Laminam 5 / Coefficient of friction Laminam 5

Norma-Metodo / Norm-Method  

DIN 51130  R10

DIN 51097  A+B

ANSI A137.1 (DCOF)  ≥ 0,42*

ASTM C-1028  on demand

Legno Venezia

*garantito su richiesta in fase d'ordine/guaranteed if requested at the time of ordering.

Pendulum 

Spanish test

English test                                         

Australian test 


